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OBAACTU NPUMEHEHMUA:

¥ CUCTEMA BHELLUHETO APMMPOBAHMS A

CuctemMa BHELLHEro apMmpoBaHKMg (CBA) CWrap® npeAHA3HAYEHA AAS PEMOHTA M
YCUAEHUS CTPOUTEABHbBIX KOHCTRYKLMIM C LLEABID YCTPAHEHUS MOCAEACTBUM PA3PYLLEHMS
BETOHA U KOPPO3MM APMATYPbI B PE3YABTATE AAUTEABHOIO BO3AEMCTBMA MPUPOAHbIX
JOAKTOPOB M ArPECCUBHbBIX CPEA B MPOLLECCE IKCMAYATALMM, A TAKXKE CEMCMOYCUAEHMS.

CBA CWrap® npeacTaBAeHA HA pbiHKe ¢ 2013 road. PEaAM3OBAHO 3HAYUTEABHOE YMCAO
npoekToB B Poccum 1 CHI MO PEMOHTY M YCUAEHUIO CTROMUTEAbHbBIX KOHCTPYKLLMM
MPOMBILLAEHHbIX M XKMAbIX 3XAHU 1 COOPYXKEHMM, OObEKTOB ATOMHOM M TMAPOSHEPTETUKM,
TPAHCMOPTHOM MHADPACTPYKTYPbI, TOYOOMNPOBOAOB, PE3EPBYAPOB M MP.

MpyY NPOEeKTUPOBAHUN U CTPOUTEALCTBE:

* MOBbILLEHME HECYLLLEM CMOCOBHOCTU M HOAEXKHOCTM BO3BOAMMBIX KOHCTPRYKLLMM

* MOBbILLUEHWNE CEMCMOCTOMKOCTH

* YBEAUMYEHME MEXPEMOHTHbBIX CPOKOB KOHCTPYKLLMM MPU COXPAHEHMM MATEPUAAOEMKOCTHU.
Mpu peKoHCTPYKLUM:

* YCUAEHME HECYLLMX KOHCTPYKLMIMA AAS BOCIPUSTMA MOBbILLIEHHbBIX HATPY30K MAKM O0BecnevyeHms
PaBOTOCMOCOOHOCTM MO M3MEHEHHOM KOHCTPYKTMBHOM CXEME.

Mpu ycuaenmu:

* YCTPOHEHME MOCAEACTBMI PA3PYLLUEHMT BETOHA, KOMEHHOM KAQAKM M KOPPO3MKM APMATYPbI B
PE3YALTATE AAUTEABHOIO BO3AEMCTBUSA MPUPOAHbBIX JOAKTOPOB M ArPECCUBHBIX CPEA UAM
MEXAHUYECKOrO BO3AEMCTBUS.
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\ 4 SAEMEHTbBI CUCTEMbI BHELLIHETO APMHNPOBAHNA

AASl YCUA€HUSA HU3KOMAOTHbLIMU TKAHSAMU (A0 300rp/m2):

——<_ YCUAMBAEMASI MOBEPXHOCT P4
PEMOHTHbIN COCTAB > CWrap ® Mastic
<3I‘IOKCI/IAHI:II/I AATE3NB >< CWrap® Polimer 230

YTAEPOAHAS TKAHb MAM AAMEAD >< CWrap ® Fabric 230
< 3ATEYATBIBAIOLLIVM CAOM AATE3VBA < CWrap® Polimer 230
<3ALLLI/ITHOE NOKPHITUE X

MeToA ycuaeHus KoHCcTpykuun CBA

KOMMNO3UTHbIMU MATEPUAAAMU
BKAIOHAET B cebs cAaeayolLmne 3Tanbl pabor:

* NMPOBEAEHME PEMOHTHBIX PABOT MO
BOCCTAHOBAEHMIO YCUAMBAEMOM
MOBEPXHOCTH

® NMOAIOTOBKA NMOBEPXHOCTMN KOHCTPYKLUWMM
AN YCUAEHUNA

* PA3METKA MOBEPXHOCTU AAS BHELLIHETO
APMMPOBAHMA B COOTBETCTBUM C MPUHATOM
MPOEKTOM CXEMOM HOKAEMKM DAEMEHTOB
YCUAEHMUS WM HAOPE3KA APMMUPYIOLLLETO
HOMOAHUTEAS

* MPUrOTOBAEHUE AATE3MBA (CBA3YIOLLLETO)
* HOKAEMKO SAEMEHTOB YCUAEHMS

* HOHECEeHME 3ALLLMTHOTIO NMOKPbITHA.
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YCUAMBAEMASA NMOBEPXHOCTb ><

PEMOHTHbBI COCTAB >< CWrap ® Mastic
SNOKCUMAHBIN AATE3UB X CWrap® Polimer 530 1 CWrap® TX

YITAEPOAHAA TKAHb MPOMUTAHHAYA >< CWrap® Polimer 530 1 CWrap ® Fabric 530

SAMEYATHIBAIOLLIAM CAOM AATESUBA < CWiap® Polimer 530 1 CWrap® TX
3ALLMTHOE MOKPHITUE =
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\ 4 SAEMEHTbBI CUCTEMbI BHELLIHETO APMHNPOBAHNA

AAAl YCUAEHUS YTAEPOAHbIMU AGMEAAMMU.

b YCHAMBOEMAOS MOBEPXHOCTb ><
1 PeMOHTHbIM coCcTaB X CWrap ® Mastic
: OMNOKCUAHbBIM QATE3MB >< CWrap® Polimer CP
YrAepoAHAsS TKAHb MAM AOMEAD X CWrap ® CarbonPlate

3aALMTHOE MOKPbITUE ><
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¥ YVTAEPOAHBIE TKAHM AAS CWRAP FABRIC A

YrAepoAHble OAHOHAMNPABAEHHbIE TKAHWM CWrap® Fabric aBASIOTCS OCHOBHbBIM SAEMEHTOM
CBA. TKQHM CNAETEHbI 13 BbICOKOMPOYHbIX HATEM HO OCHOBE YTAEPOAHbBIX BOAOKOH. [AQBHOE

OTAMYME MEXKAY TUMAMM TKOHEM - MOBEPXHOCTHAN MAOTHOCTb (MACCA 1M2 TKAHM) .

MapameTpbl
H PacueTtHasn Mopaynb NpoyHoCTb Ha
aumeHoBaHue MNosepx- Kon-so YanuHeHue
TONWMHA ynpyroctu pacraxeHue
tinputa, mm HocTHaA duna- Ha paspels NeHTbI (BONOKH3) (BONOKHa) He
NNOTHOCTb MEHTOB BOJIOKHa MOHOCNO0s He MeHee MeHee
HusKonnoTtHble TKaHu (Ao 300rp/m2)
CWrap Fabric 230 150/300/500/600 230r1/m? 12K 1,8% 0,128 mm 245T1Ma 4,91MNa
CWrap Fabric 300 150/300/500/600 300r/m? 12K 1,8% 0,128 mm 245T1Ma 4,91MNa
BbICOKONNOTHbIE TKaHM (Bbiwe 300rp/m2)
CWrap Fabric 530 150/300/500/600 530 r/m? 24K 1,8% 0,294 mm 245T1Ma 4,91MNa
CWrap Fabric 600 150/300/500/600 600 r/m? 24K 1,8% 0,333 mm 245T1Ma 4,91MNa
CWrap Fabric 900 150/300/500/600 900 r/m? 24K 1,8% 0,5 mm 245T1Ma 4,91MNa

* B TaBAMLE NMPUBEAEHDBI OCHOBHbIE TUIMbl TKAHEM, BbIMyCKAEMbIE 30BOAOM AAT CBA. TKOHM
APYTOM MAOTHOCTU UM LLIMPMHbBI MOOM3BOAITCS MOA 30KA3.
** Bce AQHHbIE, YKA3AHHbIE B TABAMLLE, IBAIOTCS CMPABOYHBIMM M MOTYT OTAMHATLCA B

30BMCUMOCTM OT MAPTUM MPOAYKUMK, TOEOOBAHMS K KOHECTBY MPOAYKLIMM YCTAHOBAMBAIOTCS

AOTOBOPOM MOCTABKM
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v YITAEPOAHBIE AAMEAN CWRAP ® CARBONPLATE A

YraepoaHble Aameam CWrap® CarbonPlate - 310 npom3BeAEHHbIE B 30BOACKMX YCAOBMAX
YTAEMAQCTUKM, COCTOSILLME U3 YTAEPOAHBIX BOAOKOH M SMOKCUAHOMO CBA3YIOLLLETO. AQHHbIN
MNPOAYKT BOCTPEBOOBAH MPr BOAbLLMX AEPULMTAX MPOYHOCTU. OAHO AOMEAL COMOCTABMMA C
HECKOABKMMM CAOIMM TKAHMU, MOOMUTAHHbBIX SMOKCHMAHbBIM CBI3YIOLLIMM, O MPOM3BOACTBO B
30BOACKMX YCAOBUSAX TAPAHTUPYET KAYECTBO MPOMMUTKM U BBICOKYIO TOYHOCTh HAMPABAEHHOCTU
YTAEPOAHBIX BOAOKOH

MuHumanbHasa Mopaynb ynpyroctu Ha MpoyHOCTb Ha pacTaXKeHue
HanmeHoBaHue TonwmHa LunpuHa
naprtus pacTaxKeHue (yrnennacrumk) (yrnennactuk), He meHee
CWrap CarbonPlate 12/50 100n.m 1,2 mm 50 mm 170Ma 3,5Ma
CWrap CarbonPlate 12/100 100 n.m 1.2 mm 100 mm 170Na 3,5MMa
CWrap CarbonPlate 14/50 100 n.m 1.4 mm 50 mm 170 Ma 3,5Ma
CWrap CarbonPlate 14/100 100 n.m 1.4 mm 100 mm 170Na 3,5Ma
CWrap CarbonPlate 14/200 100 n.m 1.4 mm 200 mm 170 Ma 3,5Ma

* B TaBAMLE NPUBEAEHDBI OCHOBHbIE TUMbl AOMEAEM BbIMYCKAEMbIE 30BOAOM AAT CBA. AameAn

APYTOM TOALLMHbI W LUMPWHbI MPOM3BOASTCS MOA 30KA3

** Bce AQHHbIe, YKA3dHHbIE B TABAMLLE, FBAAKOTCS CrnpAaBOYHbIMKMN N MOTYT OTAMHATLCA B
3ABMCHMMOCTHM OT NAPTUM MPOAYKLLMA. Tpe6OBOHM$| K KA4eCTBY NPOAYKUMM YCTAHABAMBAKOTCA
AOTOBOPOM MOCTABKM

=\
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SMNOKCHAHBIE CMOABI CWRAP POLIMER

ABYXKOMMOHEHTHbIE CMOAbI HO 3MOKCUMAHOM O0CcHoBe CWrap® Polimer, pa3pa®oTaHHbIe
cneumnaAbHO aad CBA CWrap®, MCMOAB3YIOTCS B KOYECTBE MNPOMMUTLIBAIOLLLETO AAre3mBal.
CWrap® Polimer o6AaAQET BbICOKOM AAFE3MEM K PA3AMYHBIM MOBEPXHOCTIM: OETOHHbBIM,
KOMEHHbBIM, METAAAMYECKUM U HE TPEBDYIOT OTAEAbHBIX IPYHTOBOYHbBIX COCTABOB

OTAHYME CMOA MO HA3HAYEHMUIO:

CWrap® Polimer 230 npumeHseTcs AAR HU3KOMAOTHbIX TKAHEM (A0 300rp/m2)
CWrap® Polimer 530 npuMeHSeTCd AAR BBICOKOMAOTHbIX TKaHeM (6oaee 300rp/m?2)
CWrap Polimer CP npuMeHIeTCs AAS YCTPOMCTBO AOMEAEN

HanmeHoBaHue

CWrap Polimer 230

CWrap Polimer 530

CWrap Polimer CP

MNpumeHeHne

MpeaHasHayeH 4ns NPOnNUTKU 1
NOCNefyOLEro MOHTaXa

MpesHa3HayYeH AA NPONUTKU U
nocneayloLero MoHTasxa
YINePOAHbIX TKaHe
MOBbILIEHHOM MAOTHOCTU.

Knei gns MoHTaa yrnepogHbix
namenen.

BHewHwuit Bug,

KomnoHeHT A: cnoHoBas KoCTb
KomnoHeHT b: TeMHo-cepbIii

KomnoHeHT A: 6ecuBeTHbIN
KomnoHeHT b: 6neaHo-KenTbii

KomnoHeHT A: 6enbiit
KomnoHeHT b: YepHbIit

MnotHOCTL

1,50 r/cm? (A+B)

1,20r/cm? (A+B)

2,45 r/cm® (A+B)

Mponopuun cmewmnBaHua

18 kr:1,8 kr
(10:1)

16 Kr :4kr
(4:1)

15 Kr:5 Kr
(3:1)

XusHecnocobHocTb cmecu, He
MeHee

Mpu t° 10 °C— 80 muH
MNpnt°20 °C—35 muH
Mpu t° 30°C— 20 muH

MNpw t°10 °C—100 muH
Mpunt® 20°C - 50 MuH
Mpnt° 30°C—30 muH

Mpw 210 °C—=75 muH
Mpunt® 20°C— 50 muH
Mpn t°30 °C—30 muH

MpoyHocTb cuenneHuna
(apresus)

Bonee 2,5 MIMa, pa3pbis no
6eToHy (B40)

Bonee 2,5 MMNa, pa3pbiB no
6eToHy (B40)

Bonee 2,5 MMMa, pa3pbiB no
6eToHy (B40)

MpouHocTb Npu casure
(7 gH. npun 23°C)

He meHee 12 MMMa

He meHee 12 MMMa

He meHee 12 MMMa

* Bce AQHHbIE, YKA3AHHbIE B TABAMLLE, IBASIOTCA CrnpaBO4YHbIMKM 1 MOTYT OTAMHATLCA B

3ABMCHMMOCTHM OT NAPTUM MPOAYKLLMA. TDGGOBOHMR K KA4eCTBY NMPOAYKUMM YCTAHABAMBAKOTCA
AOTOBOPOM MOCTABKM
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SNOKCHMAHAA LUNMATAEBKA CWRAP MASTIC A

CWrap Mastic - TMKCOTPOMHbIM ABYXKOMMOHEHTHbIM SMOKCUAHBIM MACTOOBPA3HbINM COCTAB C
YHUKAABHBIMM XAPAKTEPUCTUKAMM AAS OBICTPOTO PEMOHTA BETOHHbIX KOHCTRYKLMM HA
MOTOAOYHbIX, BEPTUKAAbHbIX M TOPU3OHTAABHBIX OCHOBAHMAX. PA3paBOTAH CNELMAABHO AAS
MOMOLLIM B MOATOTOBKE MOBEPXHOCTM NepeA MOHTAKOM CBA CWrap®

Cwrap Mastic 0BAaAQET OTAMYHOM OAre3nen K OCHOBAHMIO M B DOABLLUMHCTBE CAYYOEB HE
TpebyeT NPeABAPUTEABHOM FPYHTOBKM. MOXET HOHOCUTBCS HO BACYKHOE OCHOBAHME. ABASETCS
©e3yCAAOYHBIM MATEPUAAOM.

HaumeHoBaHue

CWrap Mastic

Ha3HaueHue

[nsa 6bICTPOro peMoHTa 6ETOHHbLIXKOHCTPYKLMIA Ha NOTONIOYHbIX,
BEPTMKANbHbIX U FOPMU30HTA/IbHbIX OCHOBAHUAX

BHewHu BUg,

KomnoHeHT A: cepbiit
KomnoHeHT B: 6enbiii

MnoTtHOCTb

2,5r/cvd (A+B)

Mponopunu cmelunBaHusA

Komn.A: Komn.B=15:5(3:1)

*usHecnoco6HOCTb cmecw,
He meHee

Mpu t°10 °C— 75 muH
Mpu £ 20 °C—50 muH
Mpun 230 °C— 30 muH

MpoyHoCTb cuenneHuns
(apresua)

6onee 2,5MIlMa, paspbiB no 6etoHy (B40)

MpoyHoCTb NpU caBure
(7 cyTok npu 230¢

He meHee 12 MIa

* Bce AQHHbIE, YKA3AHHbIE B TABAMLLE, IBASIOTCA CrnpaBO4YHbIMKM 1 MOTYT OTAMHATLCA B
3ABMCHMMOCTHM OT NAPTUM MPOAYKLLMA. TDGGOBOHMH K KA4eCTBY NMPOAYKUMM YCTAHABAMBAKOTCA
AOTOBOPOM MOCTABKM
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FCUNEHUE BENEIOEE TOHHEIX
EOHCTPYKLIHA KOMNOIUTHBIMA
i M

PPADHIA NPOEKTHIORANA

e CI1164.1325800.2014 «YCHAEHME XKEAE30OETOHHBIX KOHCTPYKLMM KOMMAO3UTHBIMKM MATEPUAACMM. TTDABMAQ
MPOEKTUPOBAHMUS BCTYMUA B CUAY C 1 CeHTI0ps 2014 1. (BHECEH B NepeyYeHb AOKYMEHTOB B OOAQCTH
CTAHAQPTU3ALLUK, B PE3YABTATE MPUMEHEHMS KOTOPbIX HO AOBPOBOABHOM OCHOBE OBECNeYMBaETC CODAIOAEHME
TpeboBaHMM PeaepPaAbHOTO 3akoHA OT 30 aAekabps 2009 roaa N 384-P 3 "TexHU4ECKMM PETAOMEHT O
©€30NACHOCTU 3AAHMM U COOPYXKEHMIMN, MPUKA3 PEAEPAABHOTO AreHTCTBA MO TEXHUYECKOMY PETYAUPOBAHMUIO U
meTponormm PP ot 30 mapta 2015 1 Ne 365)

* OTpacAeBas AOPOXHAd metoamka OAM 218.3.027-2013 «PekomeHAALMM MO NPUMEHEHMIO TKOHEBBIX
KOMMO3ULMOHHBIX MATEPUAAOB MPU PEMOHTE XKEAE3OOETOHHbIX KOHCTPYKLMIA MOCTOBbIX COOPY>KEHUIMY.
Y1BEPXKAEHO POCABTOAOPOM

* PYKOBOACTBO MO YCUAEHMIO KEAE30OETOHHbBIX MPOAETHbIX CTPOEHMM XXEAE3HOAOPOXHbIX MOCTOB CUCTEMOM
BHELLIHETO OPMUPOBAHMA HO OCHOBE YTAEPOAHBIX BOAOKOH. YTBEpAeH OAO «PXXA»

* PErAGMEHT MO PEMOHTY XXEAE30BETOHHbIX KOHCTPYKLLMIM MOA3EMHbIX KOAAEKTOPOB AAS MHXKEHEPHbIX
KOMMYHMKALMKM. Mockea 2009. YT1eepkaeH YT «tMOCKOAAEKTOPY, MOABUTEABCTBOM FOPOAC MOCKBSI

e TexHunyeckme ycaosms 2256-001-14296381-2014 «TkaHb yraepoaHas CWrap Fabric AAf peMOHTA 1 yCUAEHMS
CTPOMUTEABHbBIX KOHCTPYKLLAMN

* TexHunyeckme ycaosms 2256-002-14296381-2014 «3nokcuaHble cMoAbl CWrap Polimer AAS PEMOHTA U YCUAEHMUS
CTPOMUTEABbHbBIX KOHCTPYKLLAMN

* TexHmnyeckme ycaosmg 2256-003-14296381-2014 «Cnctema BHELLIHETO APMUPOBAHMA M3 MOAMMEPHbIX
KOMMNO3MTOB CWrap AAS PEMOHTA U YCUAEHUSI CTPOUTEAbHbBIX KOHCTRYKLLMK)

* TexHuyeckme ycaoBmsa 2256-004-14296381-2014 «YraepoaHas Aameab CWrap Plate AA9 PEMOHTA U YCUAEHMS
CTPOMUTEAbHbBIX KOHCTRYKLLMIAN

* CepTMdoMKaT COOTBETCTBMA TPEBOBAHMIM HOPMATUBHBIX AOKYMEHTOB Ne POCC RU.AA83.HO1745 AAa TY 2256-
003-14296381-2014 HO OCHOBAHMU MPOTOKOAQ UCTbITAHMM MCMbITATEABHOTO LLeHTPA «LLHMNTMALL-AHAAUTUK A-
MPOYHOCTb»

* DKCMepTHOE 3AKAIOYEHME IKCMEPRTM3bI MPOAYKLIMM HO OCHOBAHMMU 3a9BAEHMS No3448/17 o1 07 aekabpsa 2017r. o
COOTBETCTBUM (CUCTEMbI YCUAEHUT CWrap» COHUTAPHO-IMUAEMMOAOTUHECKMM U TUTMEHUYECKMM TPEBOBAHMS.

e Ceptmdomkat cootsetcTBms NeCCIB.RU.MBOT.H.00167Ne[1C416 0 COOTBETCTBUM (CUCTEMbI YCUAEHMS CWrapy
TpeboBaHMIM rpynnbl roptodecty no FTOCT 30244-94 —T'1, rpynna BocnaameHsemocty no TOCT 30402-96 — By,
rpynna aAbiMoobpasytoLLier cnocobHocT no NOCT 12.1.044.-89 (n.4.18)-A2, rpynna paACnpOCTRAHEHUS MAGMEHMU
no FOCT P 51032-97 — PI1, rpynna TOKCUMYHOCTM MPOAYKTOB ropeHums no FTOCT 12.1.044-89 (n. 4.20) —T2.
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¥ CUCTEMA BHELLUHETO APMMPOBAHMS A

AN 3SAMETOK

Cuctema BHewHero apmupoBaHus CWrap © 2017



¥ CUCTEMA BHELLUHETO APMMPOBAHMS A

AN 3SAMETOK
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